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Figure 1S: Drug loading. Standard calibration curve for absorbance verses different curcumin 

concentration 

 

 

Table 1S: In vitro Kinetic Release 

 

pH 1.2 pH 4.8 pH 7.4 

NaCl (2g) 0.1M citric acid (50.70) PBS (8 g) 

Concentrated Hcl (7 mL) 0.2M Na2HPO4 (49.30) Deionized H2O (800 mL) 

Pepsin (3.2 g)   

Deionized H2O (1000 mL)   

 

Different pH solutions used for the in vitro kinetic release 
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